
D1-4426 Approval Report updated September 14, 2007  
Revision FC - effective September 4, 2007  

Detail Information for Processor Code number: 714765 
Supplier Name: AEROSPACE PROCESSING- INC. 
Address: 1541 Stonewall Drive,  
City/town: Lewisville 
Province/state: TX 75056 
Country: USA 
Area: 3A 
Contact Name: Tom Kelleher 
Title:  Operations Manager 
Phone: 972-436-7528 
Fax: 972-221-1720 

* An acronym in the "Nadcap Commodity" column only indicates that Nadcap accreditation may be 
required for this Process Code. It does not provide any indication of this company's actual Nadcap 
accreditation status.  

Process 
Code 

*Nadcap 
Commodity 

Limitation 
Codes 

Doc 
Notes Nomenclature Specification

Number 

001 AQS  None None Processor Basic Quality System for D1-
4426 approval only 

Quality 
System 

111 HT  None None Heat Treat of Aluminum Alloys BAC 5602 
210 WLD  W2  None Fusion Welding - Aluminum Alloys BAC 5975 
300 CP  None None Chromic Acid Anodizing of Alum. - Type I MIL-A-8625 
305 CP  None None Chromic Acid Anodizing - Class 1 and 3 BAC 5019 
317 CP  A5  None Chromic Acid Anodizing - Class 5 BAC 5019 

320 CP  None None 
Chemical Conversion Coating on 
Aluminum (Immersion App only) (Approval 
Not Required for International 

MIL-C-5541 

321 CP  None None Chemical Conversion Coatings for 
Aluminum (Immersion Application Only) BAC 5719 

392 CP  None None 
Application Corrosion Resistant Finish for 
Integral Fuel Tanks - manual touch-up 
excluded for require 

BAC 5793 

410 NDT  None None Penetrant Inspection BAC 5423 
410A NDT  None None Liquid Penetrant Inspection BSS 7039 

806 HT  A3  None Temper Inspection of Non-ferrous Alloys 
(Only applies to BAC 5602) BAC 5946 

808    A3  None Qual/Cert Welders and Weld Operators BAC 5962 

809 CP  A3  None Process Solution Control Chem. 
Testing 

849    A3  None NDI Personnel Certification Level 3 
Penetrant BSS 7698 

849A    A3  None NDI Personnel Certification Level 3 
Penetrant NAS 410 

 


